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(7) ABSTRACT

A composition comprising the product precipitated in the
admixing of a soluble metal salt and one or more compounds
having a component selected from silicates, phosphates and
borates; and a method for controlling drainage and/or reten-
tion in the formation of a paper matrix or for treating water
comprising the use of such product.
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